
CLIENT : Evergreen Recyclrng
# of SAMPLES : 1
GATE RECEIVED : 2004-09-23
PROJECT . "Iron II"

SAMPLE
DESCRIPTION
IRON II

SI02 AI2O3 Fe2O3 CaO MgO Na2O K2O Cr2O3 TI02 MnO P2O5 SrO BaO

3253 0.21 2284 4.21 051 024 0.03 0.01 001 0.06 6.67 0.01 <0.01

LOI Total
% f,

31 1 9842
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